ZIEGLER

ZIEGLER CAT - 901 W 94th Street Minneapolis, MN §5420-4299 USA

PHONE: 952-887-5830
Web: www.zleglercat.com Email; fuidiab@zieglercat.com
ENGINE TRUCK EQUIP NUM: 50 SERIAL NUMBER: 156701
KENWORTH T680_KENWORTH
. E500-53338-0035 & v
| y No Action Required Interp By: Chris Gillis
SAMPLE SHIP TIME (days) : 7 | ;
[ * Interpreted On: 04-Dec-23
MEIXEL FARMS & TRUCK
SALES | FIRST SAMPLENG TREND ESTABLISHED NO PROBLEMS PRESENTLY ASSOCIATED WITH THIS FIRST TIME SAMPLE
| RECEIVED DATE: 04-Dec-23 CONTINUE  TO  MONITOR  COMPARTMENT  BY  SAMPLING AT RECOMMENDED  INTERVALS, MORE  SAMPLE  HISTORY
E ' NEEDED TO ESTABLISH A NOHMAL WEAR TREND
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SAMPLE INFORMATION For additional sample history, go 1o 5 0.SWEB
sf CONDITION / CONTAMINATION
27-Nov-23
Sampled Date 27-Nov-23
Sampla |d ES00-53338-0035 VISCOSITY (CENTISTOKES)
Lab Date 04-Dec-23 V100  Viscosity st 100C 13.50
Meter [Hr] 717245
Meter On Fluid
Fluid Brand SHELL
Fluid Weight 15W-40 INFRARED (UFM) ’
Fluid Type ROTELLA ST Sooct
Fluid Change ¥ OxXl Oxidation 19
Filter Chanae i SuL Sulfur Products 24
Total Fluid Added [¢] NIT Nitration 1
WATER
W Watar N
WEAR LEVELS / ADDITIVES
27-Nov-23
ELEMENTAL ANALYSIS (PPM) FUEL .
Cu Copper i F Fuel
Fe Iron 15
Cr Chromium 0 LIN
Al Aluminum 5 AL ES
- 1]
Pb Lead . PQ INDEX
Sn 0 o] PQ Index 13
Si Silicon s
MNa Sodium
K Potassium 4
Mo Molybdenum a7
Ni Nickel 0
Ag Sitver 0
T Titanium 4]
W Vanadwum (1]
Mn Manganase 0
Cd Cadmium [V}
Ca Calcium 2138
P Phosphorus 986
Zn Zinc 1115
Ma Magnesium 35
Ba Barium 0
B Boron a1
Maotice This analysis is intended as an aid in predicting machanical wear. No guarantea, sxpressed of implied, is mada against fallure of this pece of equipmant or component thoreo!
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